COMPRESSION| TENSILE |ELONGATION TEAR
DENSITY OLGULEN HARDNESS SET STRENGTH AT BREAK STRENGHT | YANMA SAG
DENSITY Sertlik Kalici Kopma Kopma Yirtiima HIZI FAKTOR
Deformasyon | Mukavemeti | Uzamas: | Mukavemeti
ISO 845 IS0 845 ISO 2439 ISO 1856 ASTMD 3574 | I1SO 1798 |ASTM D 3574 | ISO 3582
KQ?B’ w N %50. Nem? % N/ecm mm/dk
F% 25 |F %40 | F% 65

50 Rebounded Ortalama 56,04 113 215 604 11 5,33 74 2,35 61 5,32




